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TS EN 13501-2:2016 

CLASSIFICATION REPORT OF CONSTRUCTION 

 PRODUCTS AND BUILDING ELEMENTS 

 

1. INTRODUCTION 
 
This classification report defines fire resistance classification of Non-Loadbearing Partition 

Wall System, which belongs TEPE BETOPAN YAPI MALZEMELERİ SAN. ve TİC. A.Ş. 

company in accordance with TS EN 13501-2:2016.  

 

 

2. DETAILS OF THE CLASSIFIED SPECIMEN 

2.1 General 

FireEx Ultra brand curtain wall system which is product of TEPE BETOPAN YAPI 

MALZEMELERİ SAN. ve TİC. A.Ş. was tested as per TS EN 1364-1:2015 on 27th June 2022 

at TSE Construction Materials Fire and Acoustics Laboratory.  

 

 

2.2 Specification 

All details about the specimen are given in test report.  

 

3.      TEST REPORT FOR CLASSIFICATION 

 

         3.1.     Test Report 

 

 

 

 

Laboratory Sponsor 
Report 

Number 
Test Method 

TSE Construction Materials 

Fire and Acoustic Laboratory 

TEPE 

BETOPAN 

YAPI 

MALZEMELERİ 

SAN. ve TİC. 

A.Ş. 

329000 / 10-22 TS EN 1364-1:2015 
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3.2. Test Results 

INTEGRITY (E) 

Sustained Flaming 

Gap Gauges 

                             -Φ6 (150mm) 

                             -Φ25 

 

 Cotton Pad 

 

No failure in 150 minutes. 

 

No failure in 150 minutes. 

No failure in 150 minutes. 

 

No failure in 150 minutes. 

 

 

 INSULATION (I2)  

 

Failure in 147th minute.  

 RADIATION (W) 
No measurement.* 

Test Duration: The test was terminated at 151st minute as per client request.    

Test Date: 27th June 2022 

*As long as the insulation criterion is valid, the Radiation (W) criterion is also valid. 

4. CLASSIFICATION AND FIELD OF APPLICATION 

 

4.1  Reference of Classification 

 

This classification has been carried out in accordance with Clause 7 of TS EN 13501-

2+A1:2016. 

 

4.2      Classification 

 

The specimen, “FireEx Ultra brand curtain wall system” is classified according to the 

performance parameters stated in TS EN 13501-2+A1:2016 as shown below.  

R E I W  t - M C S IncSlow sn ef r 
 
 

CLASSIFICATION OF FIRE RESISTANCE 

EI  120 

  E    120 

       EW 120  

 

 

4.3       Field of Direct Application of Test Results 

 

The results of the fire test are directly applicable to similar constructions where one or more 

of the changes listed below are made and the construction continues to comply with the 

appropriate design code for its stiffness and stability. 
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a) Decrease in height, 

b) Increase in the thickness of the wall 

c) Increase in the thickness of component materials 

d) Decrease in linear dimensions of board for panels but not thickness 

e) Decrease in stud spacing 

f) Decrease in distance of fixing centers  

g) Increase in the number of horizontal joints  

h) Increase in number of vertical joints 

j) Horizontal and/or vertical joints, of the type tested 

 

4.3.1. Extension of Width 

For test specimens tested without a supporting construction, the width of an identical 

construction may be increased if the specimen was tested at a minimum of nominally 3 m wide 

with one vertical edge without restrained. Since the Wall System is tested with one vertical free 

edge, the specimen width can be increased.  

 

4.3.2. Extension of Height 

The height of the construction may be increased by 1.0 m under following conditions 

a) Minimum tested width is 3 m (without a supporting construction) 

b) Maximum deflection of the test specimen was not in excess of 100 mm  

c) The expansion allowances are increased pro-rata 

Since maximum deflection measurement is 7.54 mm during maximum classification period, 

height of the tested specimen can be extended up to 4 meters. 

 

4.3.3. Standard Supporting Construction 

For specimens tested in a test frame without any supporting construction, the result is applicable 

to high-density rigid supporting constructions with at least the same fire resistance as the test 

specimen.  

 

4.3.4. Non-Standard Supporting Construction 

The result of a test on a non-loadbearing wall tested in a non-standard supporting construction 

is only applicable to that construction.  

 

5. LIMITATIONS 

This report does not represent type approval or its certificate.  

               Prepared By                                           Approved By 
 
 
 
        Ahmet Bumin BAYRAM                                                         Sencer GÜVEN 

Testing Expert (Mechanical Engineer)                                       Laboratory Manager  

 

This document was signed electronically. 


