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D€ UNION STEEL

MILL TEST CERTIFICATE

Applicant: SLL CIG MEGACITY GROUP

Commodity: AIUMINUM-ZINC ALLOY COATED STEEL SHEET IN COILS

Specification: ASTM A792 CO AZ150

Order No.

Page:1/3

Invoice No.: MS-145312

: L20150230C005

= .
A ggg ERIC CHEMICAL COMPOSITION (%) E§ Tensile Test SPANGLE
Gell Ne. SIZE HEAT No. GR('KGW)T' NE(TKGW)T' COATING | ss [MSEN X 1000 2 Nm o | %
(GliS/N) = SURFACE FINISHING
Q
HRBl mn | ¢ | s; | | P | s |a|B|®]y|1s]EL
4.678 4. 658
L131112018-175-1 0. 45MM X 1250MM X COIL 1510034 156.5 | 64|87 41| 5 |200| 15| 10| 28 |1,5] ¢ |352|418]30,5 CHROMACTLEE/(NGALVA
4.434 4.414
L131112018-175-2 0.45MM X 1250MM X COIL 1510034 156.5 | 6a |87 41| 5 [200] 15| 10 281,5| ¢ |352]418]30,5 CHROMACTLEEA/NGALVA
4. 152 4. 132
L131112018-175-3 0.45MM X 1250MM X COIL 1510034 156.5 |64 |87 41| 5 [200] 15| 10| 28 |1,5| ¢ |352]418]30,5 CHROMACTLEE/(NGALVA
4,334 4.314
L131112018-175-4 0.45MM X 1250MM X COIL 1510034 156.5 |64 |87 a1 | 5 [ 200 15| 10| 28 |1,5] ¢ |352]418]30,5 CHROMACTLEE/(NGALVA
4.964 4. 944
L131112018-175-5 0.45MM X 1250MM X COIL 1510034 156.5 |64 |87 a1 | 5 [200]| 15] 10] 28 |1,5| ¢ |352]418]30,5 CHROMACTLEE/(NGALVA
{Remarks> Color code(Top/Back)
Remark WE HEREBY CERTIFY THAT THE MATERIAL HEREIN DESCRIBED Chief of qualltv control team:
HAS BEEN MANUFACTURED IN ACCORDANCE WITH THE ORDERED
o SPECIFICATION AND STANDARD AND THAT IT SATISFIES THE .
o Teat REQUIREMENTS. _—
G: Good
GRS wt =
GROSS wt
NOTE>

USS-G-0913-01 REV.2

Manufacturer: UNION STEEL Co., Ltd
588-1 GAMMAN-DONG, NAM-GU, BUSAN, KOREA ZIP 608-750 TEL.: 82-51-640-5114

A4 (210 X 297)
MADE IN KOREA



